
Abrasive Certification Testing 
Single Abrasive Flowchart 

Test Method No. California 371-A 

Pass 

Pass 

Fail 

Abrasive Material 

5 – 40 lb/bucket 

Sieve Test 
2 bags/500 grams 

Hydrometer Test 
4 bags/18,750 grams 

1% or less by wt. 
material passing 

a no. 70 U.S. Sieve 

Option – 
Fail 

Option – 
Resubmit 

20% or less Opacity 

No. 1 
450 lbs/hr feedrate 

Hydrometer 
100 grams 

Pass 

No. 2 
600 lbs/hr feedrate 

Specific Gravity 
100 grams 

Hydrometer 
100 grams 

Pass 

No. 3 
750 lbs/hr feedrate 

Hydrometer 
100 grams 

1.8% or less by weight 5 microns or smaller 

Notify Vendor 

Pass 

Option – 
Visible Emissions Evaluation 
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